
 

TEST REPORT 
fks.15.02 / 01.02.2012 

 
 

Name of The Product       : 45x45 Cappadocia Grey Rec. 
Prod u ction Facility           : Flo or Tile Factory 
Product Group                  : Dry-pressed ceramic tiles / Group BIIa/ GL 
R ec omme nded Use             : İnterior & exterior floor 
General Properties          : Mat 
Report Date                        : 30.04.2023 

 

 

Test Title Test Results Requirements Desicion 

Len gth & Width (mm) 447,0 x 447,0 446,8 – 447,2 O K 

Thickn ess (mm) 7,0 mm  6,8 – 7,2 mm O K 

St raig ht n ess of Sides ( %)  % 0 , 2  % 0 , 5 O K 

Re ct an g u la rit y ( %)  % 0 , 2  % 0 , 6 O K 

Edge Curvat u re ( %)  % 0 , 2  % 0 , 5 O K 

Corner Cu r vat u re ( %)  % 0 , 2  % 0 , 5 O K 

Center C u rv at ure ( %)  % 0 , 2  % 0 , 5 O K 

Small Co lour Differences First Quality > %95 perfect O K 

Water Absorption  4,2 % 3,0 % < E  6,0 % O K 

Breaking St rength (N) > 1000 N > 600 N O K 

Modulus of Rupt ure (N/m m
2
) > 27 N/m m 

2
 > 22 N/mm

2
 O K 

Abrasion Resistance (PEI)         IV As declared OK 

Coeff. Of Th erm al Expansion < 7,0 x 10
-6

 As declared O K 

Thermal Sh ock Re sist ance Resistant Required O K 

Crazing Resistance Resistant Required O K 

Frost Resistance Resistant Required O K 

Co efficient of Friction () 6 2 ,0 As declared O K 

Moisture Ex p an sion (m m/ m) < 0,3  As declared O K 

Impact Resistance Resistant As declared O K 

St aining Resistance Class 5 Min. Class 3 O K 

Resistance to low conc. of Acid & Alkalis B As declared O K 

Resistance to high conc. of Acid & Alkalis B As declared O K 

Ho u sehold Chemicals A Min. B O K 

Releas e of Cad mium < 0,07 mg/dm
2

 As declared O K 

Releas e of Lead < 0;8 mg/dm
2

 As declared O K 

O VERA LL RESULT 
All test res ults are p ositive a cc ording to the nor ms of 

 

ISO 13006 and EN 14 41 1 stan d ard s, Annex J 
 

 
Prepared by                                                                                                                           Approved by 

  Furkan Taşdelen                                                                                                                        Ahmet Pehlivan 

      Quality Assurance Staff                                                                                                  Quality Assurance Manager 

 

 

 
 


